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Test Summary of Lithium Battery
1. BEfHER Sample Description
v é’ Q =
IR B G LA2019B0440057UNZY
Summary number
UN38.3 it 5 % 5
UN38.3 Report number LA2019B0440007U
FE i 24 PR B TR FEmm S X9
Sample Name Li-ion Battery Model Name
St o
LI 3.7V 1500mAh 5.55Wh b N/A
Battery specification Trade mark
H 7 20 ERTIACER <y
Composing mode 1S1P Mass of battery 2439
RS {7, Black F il < 5 .
Battery appearance 77 % Prismatic Battery Size AZEPUI35.0mm 7. 9mm
Gt A 78 E L BT L T
Battery Type Rechargeable Single Cell Lithium-ion Batte
ZAGHAL
Applicant
A AL H b
Applicant address
A AL
Manufacturer
Az B
Manufacturer address
B 15 Telephone
Mk website
DM 56 2 RN S B 3 R BT BR 4 7]
Testing laboratory Shenzhen Lionaces Technology Co., Ltd.
Tt B - HRE AR A RN T R ) X ORI e v % 4 5 E A Tk 1A # 307-310
'I:estin Address 307-310, Block 1A, Zhida Industrial Park,No.4 Longping West Road, Longcheng
9 Street, Longgang District, Shenzhen, Guangdong,China
Hiif Telephone 0755-28280690 HEF Email service@lionaces.com
M1k website www.lionaces.com
ST Bk T
AR 7] 2019-12-30 ~ 2020-01-16
Test Date
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2. MiAFr¥E Standard

(B B DG T e g far g W B —i e Abs #EF ) (ST/SG/AC.10/11/Rev.6/Amend.1)
<United Nations Recommendations on the Transport of Dangerous Goods: Manual of Tests and Criteria >

3. MRBH k4 it Test ltem And Conclusion

%5 No. MR H Item 41 Conclusion
38.3.4.1 AR Altitude simulation it Pass
38.3.4.2 I RE Thermal test it Pass
38.3.4.3 P=#h Vibration it Pass
38.3.4.4 i Shock Wit Pass
38.3.4.5 AN A % External Short Circuit it Pass
38.3.4.6 B kM iy Crush/Impact il Pass
38.3.4.7 TR

38.3.4.8 SHR 1) T

22 A& H R,
Reference to assembled
ERFE T A (BCA SR
The submitted samples w|
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Summary laboratory | ShenzhenR Hsnace chno‘lBEy Co., Ltd.
e~ 7
. ¢ g IAIE T TE % 4 5 R Tl 1A # 307-310
A
B S 307-310, B trial Park,No.4 Longping West Road, Longcheng Street,
Summary Address .
Longgang Di , Guangdong,China
Hiif Telephone 0755-28280690 fEF Email service@lionaces.com
M1k website www.lionaces.com
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